
Table 8.13: Central Lowlands - Coin metal mix on artefact sites

Metal Period No. %

Gold 1-3c 3 1.7%

Silver 4a-N8 40 23.0%

Silver alloy N9 7 4.0%

Copper alloy N10 122 70.1%

Other 2 1.1%

Total 174 100.0%

Source:

Dataset 6.06 : Early medieval Yorkshire - artefacts - data

Purpose:

To assess the proportions of coins of different composition by region.


