Table 5.15: Major Hoard Summary

Period Hoard: St. Leonard's 'Stonyhurst' parcel Bolton Percy
N9 Silver-rich 18 1.0% 5 1.6% 23 1.3%
N10a Brass 1,451 76.7% 275 85.4% 1,338 73.0%
N10b Bronze 59 3.1% 20 6.2% 65 3.5%
N10c Blundered 363 19.2% 22 6.8% 407 22.2%

Total 1,891 100.0% 322 100.0% 1,833 100.0%
of which: Episcopal 107 5.7% 54 16.8% 79 4.3%

Moneyers 29 80.6% 25 69.4% 32 88.9%
Sources:

Database 1 and Pirie's CKN.

Purpose:
To assess and compare the composition of major styca hoards.




